Certificate of Analysis
Standard Reference Material 1109

Red Brass

Percent
Copper ... 822
Zine 174
Lead
Tin

Iron

Nickel

Phosphorus

Sample Condition: The sampl%j%\

and % in. t}uck The m#

Homoge : use of the nonuniform metallurgical condition, deviations somewhat
larger thatk normal may be encountered in the intended use. This sample will only be
issued with’a provisional certificate.

Intended Use: The sample is one of three compositions in a graded series for red brass
in wrought and cast form for application in optical emission and x-ray spectroscopic
analysis.

Washington, D. C. 20234 W. Wayne Meinke, Chief,
July 14, 1965, Office of Standard Reference Materials.



